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BORAX V EXPONENTIAL EXPERIMENT 

by 

F. S . Kirn a nd J . I. Hagen 

I. SUMMARY 

The cadmium r a tio wa s me a sured in an exponential mockup of 
BORAX V a s a function of the void fraction . The extent of voids , simu
lated by lengths of closed polye thylene tubes , ranged from Oo/o to 40o/o . The 
corresponding cadmium ratios ranged from 6 . 1 to 4 . 6. The exponential 
was also used to determine the radial flux pattern across a BORAX - type 
fue l a ssembly a nd the fine flux detail in and around fuel rods . For a 
normal loading the maximum - to-average powe r generation across a n 
a ssembly wa s l. 24. 

II. INTRODUCTION 

One of the parameters to be investigated in the BORAX V experi
mental program is that of void formation and its effect on reactivity, 
stability, and problems of heat transfer. The importance of this parameter 
can be judged by the large amount of reactivity held by the voids and the 
fact that void formation (or, more accurately , formation of steam bubbles) 
is the mechanism that gives the boiling water reactor its principal shut 
dow n mechanism. 

Of the va rious approaches used b y others to measure voids, the 
technique propos e d by S . Untermeye r and tried b y J . A. Thie et al,(l) 

seemed to be the most s a tisfactory for our purposes . In this method , the 
rather localized formation of voids in a particular region is a ssocia ted 
with a change in the r atio of epithermal n e utron flu x to the rmal flux in 
that r egion. This change in r a tio can b e d e duced from a m easur e d change 

in the cadmium r atio. 

Thie us ed this t echn i qu e for m easuring the distribution of voids in 
EBWR. H e was abl e to show tha t the cadmium r atio did change as a func 
tion of vertical di s t ance a l ong a boiling channe l and , in general , could b e 

correlated to the va nation in steam formation . 

The r e fore, an exponenti a l mockup assem b l y of BORAX V was built 

to exp l ore the cadmium-ratio t echnique of measuring voids a nd , by using 
known void fractions, t o prepare a calibr a tion c urve for BORAX V. Other 
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worthwhile measurements to implement the BORAX V experimental program 
were performed. A summary of the proposed exponential program follows : 

a . Calibrate the actual cadmium ratio with a known void fraction 
under the conditions of measurement actually to be used in 
BORAX V and estimate how localized is the effect of the void 
on the cadmium ratio . 

b . Make radial flux measurements across a typical BORAX V 
fuel assembly , investigating the flux-flattening effect of poison 
rods and of 9 . 9o/o U 235 enriched fuel rods . 

c. Investigate some of the nuclear parameters of BORAX V, 
where applicable, as well as the exponential. 

d. Check out the data-logging equipment proposed for use m the 
BORAX V program . Both the mechanical and electronic sec
tions were to be tested and ne c essary changes made before the 
equipment would be installed at BORAX V . 

III. EXPERIMENTAL EQUIPMENT 

A. Exponential Assembly 

The exponential assembly was built to match as closely as possible 
the physical dimensions and material composition to be found in a clean 
BORAX V.(2) The fundamental unit is the fuel - element subassembly, which 
is essentially a 4 in . x 4 in . aluminum box with 49 fuel elements positioned 
on t-in . centers in a square array . Grid plates at top and bottom hold the 
elements in position. When these subassemblies are loaded into BORAX, 
each group of four is surrounded by a f-in. control rod channel which is 
either filled with control rods or aluminum followers of the same dimen
sions. For the exponential loading, the control rod channels were eliminated, 
but the composition of the individual subassembly was retained . 

The exponential assembly was horizontal and mocked up nine of the 
BORAX V subassemblies . The nine subassembly mockups were divided 
into three trays of three each. The amount of aluminum in the trays and 
end-support plates gave the same metal - to-moderator-to-fuel ratios per 
subassembly as occurs in BORAX V . The three trays were placed in an 
aluminum tank large enough to give a minimum of t in . of water around 
the entire assembly . 

From theoretica l and experimental work , it was decided (see 
Appendix) to limit the size of the assembly to a maximum of 349 fuel 
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elements surrounded by a layer of 20-mil cadmium. This was accom
plished by riveting sheets of cadmium on a luminum frames and fixing 

these in the appropriate positions in each fuel subassembly. 

Fill, drain, and overflow lines were provided to the tank. Also, a 
provision was made for a counter to be placed adjacent to the periphery 
of the assembly in order to monitor neutron fluxes. 

Provisions were made to load the detectors along the axis of the 
assembly in sever a l radial positions. The detectors could be removed 
after an irradiation without unloading the assembly, thereby reducing 
exposure of personnel to radiation, as well as time lost between irradia
tion and counting. Figure 1 shows the assembly loaded with the middle 
and lower tray of elements. Figure 2 shows the top tray with the cad
mium sheet in place. Figure 3 is a view of assembly just prior to insert
ing the exponential experiment into the TREAT access hole. 

Fig. 1. Assembly View Showing 
Middle Tray of Elements 

Fig. 2. Assembly View Showing Completed 

Assembly and Surrounding Cadmium 
Sheath 
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Fig. 3. View of Assem bly Just Prior to 

Insertion into Source (TREAT) 

C. Detectors and Associated 
Equipment 

1. Detectors 

The principal variable 
to be measured was neutron flux; 
the detector was of U 235 in the form 
of awire, composedofa96.62w/ozr 
and 3.38 w/o U 235 alloy. This wire 
had been quality-made for uniformity 
and homogeneity. For most m eas
urements in the exponential assem
bly, the wire was snipped into i -in. 
lengths and weighe d. After discard
ing a few bad segments, the d e tectors 
were of uniform weight to within±! o/o. 

B. Neutron Source: TREAT 

The TREAT Reactor(3) was 

used to provide the neutron source 
for the exponential assembly. An alu
minum liner was fabricated to fit into 
one of the access holes as shown in 
the Figs. 1 through 3. The liner butted 
up against the permanent reflector of 
the reactor. Raising the movable re
flector block formed a truncated neu
tron collimator, 15 in. high by 4 in. 
wide at the reactor core and 15 in. 
square at the exponential assembly. 

Rails were provided in the 
liner and outside the reactor to permit 
rolling the exponential assembly into 
and out of position for irradiation or 
loading changes. Aplan view of there
actor and the assembly is shown in Fig. 4. 

EXPONENTIAL 
ASSEMBLY 

CONCRETE BLOCKS 
INSERTED TO FILL 

SPACE 

ONE REFLECTOR ACCESS 
BLOCK REMOVED 

( 

. '·· ~ .--.· . . 
. ~ - o ·; r, 

l .') ~ 

Fig. 4. Plan View of BORAX V Experiment 

as Installed in TREAT 

Full-length ( ~ 32 in.) wires of the zirconium alloy and uranium 

wires containing 93o/o U 235 were also available for use in running the trav
erses. As will be explained l ater, they were used as a checkout of the wire 

counter equipment only. 
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2. Cadmium Sheath 

For measurement of the cadmium ratio, tubes of 20-mil-thick 
cadmium were obtained, 35 mil ID x 75 mil OD. These tubes were in 
lengths up to 36 in . long. 

3. Counting Equipment 

For detection of the activity of the flux detectors, three inde
pendent 13 -sensitive scintillation counters were used. These were 3-mm 
anthracene crystals mounted on RCA photomultiplier tubes. Standard pre
amplifiers, scalers , and power supply completed the basic counting system. 
Three setups were needed in order to count the bare and the cadmium
covered wires simultaneously along with a monitor wire which operated a 
preset counter to compensate automatically for the activity decay of the 
detectors. It was necessary to count as soon after irradiation as possible 
to make use of the high counting rate without excessively high irradiation. 
Care had to be taken that the three setups had the same 13-sensitivity so 
that one could assume the same decay scheme rate for all of them. 

Separate high-voltage and pulse-height discriminator curves 
we re run with the three setups, using 13 sources of different energies as 
we ll as a Co60 gamma source. 

Appropriate settings of the high voltage and discriminators 
gave reasonably equal sensitivities with about 15o/o of the counts coming 
from gammas. It was unfortunate that , for sensitivity reasons , it was 
necessary to count the wires so soon after irradiation , during which time 
the decay spectrum was changing rather rapidly. It was possible to detect 
a small change in the relative sensitivity among the three setups during 
the beginning and end of the run. When necessary, corrections were made 
to the data. 

The photomultiplier and crystal were shielded by mounting 
them inside open-ended lead pigs . 

The wire samples were placed in a wire holder approximately 
h in. above the crystal. The reproducibility of position was well within 
normal counting statistics . The limited life of the program obviated the 
need of remote operation of the e quipment, other than controlling the count
ing time with the preset scaler. 

4. Automatic Wire Counter 

An automatic wire scanner (see Fig . 5) had been designed for 
data acquisition on the BORAX V project. Initially, long wires were irra
diated in the TREAT core and also in the exponentia l assembly to try out 
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the systems and to determine the feasibility of the experiment. Basically, 
with a few modifications, the wire counter worked with the exponential 
assembly; however, the geometry of the system was such that radiations 
of the order of ..J:O tin1e s greater would have been needed for adequate 
counting statistics. The individual wire segments arranged in a better 
counting geometry were used to overcome this d eficiency . The wire
counting e quipment is be ing used in the regular BORAX program. 

Fig. 5. Wire -counting Equipment 

D . Void Tubes 

To simulate voids, seal ed polyethylene tubes of the appropriate 
length and number were placed between the fuel elements of the assembly. 

Void fractions were calculated on the basic cell of a i-in. square as 

follows : 

o/o Void 
= N [ TI(ID)/2]2 100 

(t)z- (7TRz) 

where N is the number of void tubes in a channel, ID the inside diameter 
of the polyethylene tubes, and R the r a dius of fue l rod. From this it can 
be seen that the extra water around the outer row of fuel rods in a sub
assembly was neglected, since it was expected that the void effec t would 
be fairly localized around the region of measurement. The polyethylene 
tubes are of a commercial product called 11 Flexite. 11 Table I lists the 
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siz e s used for these experiments and the void fractions obtainable. Table II 
list s the impurities present a s dete rmine d by a m a ss spectrograph. For 
thes e experiments , the polye thylene was considered equiva lent to water . 

Table I 

POLYETHYLENE TUBE SIZES AND 
VOID FRACTIONS PER TUBE 

Size 
ID Wall 

o/oVoid 
(in.) (in . ) 

12 0.085 0 . 016 4 . 05 
10 0.10 6 0. 016 6.3 

8 0 . 13 3 0 . 020 9 . 9 
5 0.1 8 6 0 . 020 19.5 
1 0.294 0.020 48.0 

T a ble II 

IMPURITIES PRESENT 
IN POLYETHYLENE 

Metal ppm Metal ppm 

Al 100 Mg 400 

Ca 400 Mn 10 

Cr 10 Si 20 

Fe 100 

The tubes were sealed in appropriate lengths by heating the ends to 
the melting point and gently twisting and pulling . A spot check of the aver
ag e ID of a bundle of these tubes was made by determining the amount of 
liquid necessary to fill the tubes to a known height. This measurement 
a greed w ith the nominal ID as given in Table I. 

E . Associated Equipment 

The exponential assembly was filled with water by gravity flow 
t h rough an orifice which limited the rate of fill to ~-} in. / min . A 55 - gal 
s tainless steel drum was filled with demineralized water and hoisted 
abov e the level of the e xponential assembly. For draining , the drum was 
se t on the floo.r and the tank emptied at a more rapid rate than the fill rate . 
A w ater can ""Was provided for overflow. Approximate times for filling and 
draining w ere 30 and 5 min , respectively. 

A BF 3 counter wa s mounted in one corner of the e xponential assem 
bly (inside the c a dmium shield , but outside the fuel rods) to monitor cha nges 
in neutr o n flux resulting fr om cha nges made in the assembly . It was also 
u se d t o m e a sur e the c h a ng e s in neutron multiplication during the initial 

loading . 

F . Fue l 

The assembly us e d the s a m e fu e l rods tha t w ere f a brica ted for 
BO RAX v.(2) Of the 6000 e l e m e nts m a d e for BORAX V, 349 were bor
r owe d for the expone ntial exp e rime nt. The r ecall of this fuel as BORAX V 
was l oad e d to its full compl e m e nt of 6 0 sub a s se mbli e s put a time limit on 
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the exponential program. Eight 9. 9% enriched uranium elements, a boron
lo a d e d element, and a hollow a luminum element were also available for 
the e xperiment in addition to the regular 4. 95% enriched uranium fuel. 

IV . EXPERIMENTAL PROCEDURES 

_-\. Initi a l Loading of the Exponential 

Before lo a ding elements in the tank, a &, -in. -diameter fission 
c ounter wa s pl a c e d in the central fuel position . This was in addition to 
the BF 3 counter mounted on one corner of the exponential assembly. The 
t a nk wa s f illed w ith water and the count rate determined by the two 
counte rs as a function of the TREAT reactor power. 

The first loading was 100 elements, the second 50 elements, and 
e a ch su c ceeding loading 25 elements until the assembly was completed. 
_-\iter e a ch fuel addition and with the assembly in place, but before any 

water was added, the TREAT reac
tor was brought to power to provide 

' 0 

~ 2Ar- x 10 -5 (8F3 COUNTER I 

~ I X I O<~ ( F I S S I ON COUN TER ) 

E 

0 
5 0 

..::: E -

80 

0 

o - FISS ION COUNTER AT CENTER 

o - SF COUNTER AT PERIP HE RY 

0 

0 8 
8 0 

0 
0 
0 8 0 

0 

Fig. 6 . Inverse Count Rate vs Number 
of Fuel Elements 

360 

the neutron source. Count rates 
were taken at several water levels. 
During the addition of water, the 
count rate was continuously moni
tored audibly. 

The inverse count rate plot 
for both counters with the full tank 
of water is given in Fig. 6. By ex
trapolation of the curve, the esti
mated number of elements for a 
critical assembly was found to be 
somewhere between 800 and l 000 ele
ments. This is a very large extrap
olation and should be treated as such. 

Aft e r h aving loaded to a full 348 el e ments , the counter at the center 
w as r e m ove d a nd r eplaced with a fuel element, giving the fully loaded ex
p o n e nti a l a s s embly of 349 el e ments. It was estimated that the assembly 
r a n a t a powe r level of a bout 10- 5 watt/ watt of TREAT power. 

B. Flux M easur e m e nts 

B e c a us e of the limite d time ava ilabl e to complete the experiments, 
a ll inve stig a tion was limite d to the c e ntr a l fu e l sub a ssembly a nd to the 
r e production of a ctu a l me a suring conditions in BORAX V, rather than to 
p e rfo rm w h a t might h a v e b een cl eaner experime nts. 
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The wire segments were loaded in sequence into the cadmium tube 
pinched together at one end. From 25-50 segments were used. The cad
mium tubes were then inserted into a ~-in. -OD stainless steel thimble 
with a 20-mil-thick wall, the same type as used in BORAX. The original 
plan was to load the bare wires in a similar thimble to be irradiated at an 
equal flux position simultaneously with the cadmium wire, but, when it be
came necessary to use the segmented wire pieces, it was obvious that 
they could not be loaded into the large-diameter thimble with any hope of 
keeping them properly positioned. Consequently, they were loaded first 
into a 15-mil-wall stainless steel capillary tube with a 35-mil ID; this 
tube subsequently was loaded into the thimble. 

The cadmium-covered and uncovered detectors were then irradiated 
simultaneously at the equivalent radial positions. It should be emphasized 
that the cadmium ratio and results reported in this papec were the result 
of experiments performed under conditions as described and would be ap
plicable to BORAX V under the same conditions of measurement. 

A preliminary irradiation of the wires was made and the region 
over w hich the spectrum was stable determined by plotting the count rate 
vs distance on log paper and noting the region of pure exponential fall-off. 
Subsequent irradiations took advantage of the exponential region only. 

Extreme care was taken while loading the thimbles to as sure 
accurate positioning of the detectors with respect to the assembly and to 
each other. The zero position was fixed at the reactor side of the front 
support plate. The thimbles themselves extended back through the as
sembly and through rubber-stoppered seals at the rear of the tank. This 
allow ed the wires to be removed from the assembly almost immediately 
after exposure. In the case of radial traverses, the whole assembly had to 
be unloaded, necessitating longer waiting periods after irradiation and 
special techniques to reduce personnel exposure. 

In making radial traverses, the flux at the center of each coolant 

channel under consideration was measured by mounting a wire segment 

LUCITE FOIL HOLDER 

ROD 

Fig. 7. Holder for Detectors Exposed 
in Water Channels 

in a Lucite holder which accurately posi
tioned the foil between the four neighboring 
fuel rods (see Fig. 7). Though care was 
exercised in lining up the wires in a plane 
perpendicular to the axis of the assembly, 
the uncertainty in position was ±~ in. The 
same holder was modified to accept the 
cadmium-covered wires. In this case, the 
wires were enclosed in a short length of 
cadmium tubing pinched at both ends. 

For a standard irradiation, TREAT 
was operated at 67 kw for 1200 sec. This 
corresponded to something like an energy 
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release of 800 watt- sec in the central fue l subassembl y of t h e exponential as
sembly . Counting of the foils usually began within 20 min of shutdown time. 

Wire segments were unloaded from the rods in sequence. The monitor 
foil was placed in the third counting setup and operated the preset counter. 
Corresponding bare and cadmium wire segments were counted simultaneously 
in the other tw o counting geometries . By switching foils between the two geom 
etries periodica lly, the relative sensitivity could be determined. No attempt 
was rnade to normalize one run with another, since only re l ative cadmium ratios 
were de sired. 

The count rate vs position was p l otted on semi -log paper over there
gion where the expected straight line relationship was establ ished, since the 
data w ere meaningful only for an equilibrium spectru m. T he s l opes of the two 
curves (corresponding to the cadmium - covered and bare wires) shoul d be the 
same . 

C. V oid Placement 

The mocking - up of steam voids in a static system poses a variety 
of questions; in this case, however, three were particul arl y significant : 

( 1 ) How localized is the void perturbation; or, stated in another 
w a y, how does the placing of voids or material close to the detector affect 
the flux measured by the detector ? ; 

(2 ) What is the streaming effect if the voids are simulated by 
hollow tubes 6 to 10 in. long?; and 

( 3 ) Can the measurement of a l arge voided region of known void 
f raction be applicable to a boiling water reactor when the void fraction is 

continuously changing ? 

With these questions in mind, the voids were mocked up as exp l ained 
m T a ble III and shown in Fig. 8. For Runs No. 2 - 4, No. 12 tubing was used 
in 15-in. lengths. For Runs No. 5, 6, and 8, No. 8 tubing was used with the 
v o i ds beginning 7 ± in. behind the front of the assembly, leaving the unvoided 
region at the front. The axial measurements then began 4t in. in front of 

Table ill 

CADM IUM RAT IOS FOR VAR IOUS VO ID FR ACTIONS AN D VO ID ARRANGEMENTS 

I Void f 

Fig. No. Run No. Void % Cadmiu m Ratio Arrangement ~ Rema rks 

~ Is~ Fig. 101 _ __ ----------+-----1 

16 

40 

40 

0-40 

20 

~1 10 

5.9 

5.73 

5.38 

6.1/4.64 

5.4/4 .25 

6. 1/5.48/5.17 

6.28/5.4 

' Void tubes 15 in. long; lor lull 
length ol measu r ing reg ion 

Void tubes clustered in water channel 

Tubes extend fr om 7! - 15 in. on ly. 
Unvoided re<J ion from 0-7! in. 

Cadmium ratio measured in cen tral 
fuel posi tion 

Five 151 r e<Jions each about 3~ in. long 
ranging in voids of 0, 10. 20, 30, and40% 

Central fue l pos ition contains an 
aluminum rod fill ed with wa ter 

- - -'--

ll 

12 

l3 

14 

15 

16 

l7 

the void region and extended 
4 t in. into the voided reg i on. 
Run No. 7 was an attempt to 
mock up an axial v a riation in 
voids going from Oo/o - 1 Oo/o-

20o/o- 30o/o - 40o/o over lengths 
of approximately 3 ±in. each. 
Void tubes of 20o/o and 1 Oo/owere 
coupled as shown ln Fig. 8£. 
The 1 Oo/o void began a bout 5 1n. 
behind the front of the 
assembly. 
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·o-o 

0-0 
a 

4o/o Void 

c 
16o/o Void 

e 
40o/o Void (Nominal) 

35o/o Void (Effective) 

b 
8o/o Void 

d 

40o/o Void 

f 
40o/o- 30o/o- 20o/o- lOo/o Void 

Void Arrangement and 

Detector Location (X) 

Fig. 8. Void Arrangement and Detector Location 
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D. Flux-flattening Experiments 

A limited number of runs were made to inves tigate the power dis
tribution across the subassembly. In addition to the normal loading of 
forty -nine, .f. 95o/o enriched U 235 rods, radial plots were made with a boron
loaded rod in a corner position, a water-filled aluminum rod at the center, 
a nd a ring of eight 9. 9o/o U 23 5 rods surrounding the center rod. Figure 9 
shows the configuration of the special rods for these runs. 

/ BORON ROD 

f WATER ROD 

99% ENRICHED 
U-235 RODS 

0 0 
0 0 
000 

Fig. 9 

Configuration for Flux 
Flattening Measurements 

V. EXPERIMENTAL RESULTS 

_-\, Axial Traverses 

The raw data obta ined on the axial traverse as plotted on a semi
log graph a re presented in Figs. 10-17. The best exponential fit to the 
data gave an e -folding length of 17.9 em for the assembly . Within the ac 
curacy of the experiment, the slope was considered constant for all of the 
axial traverses except for the nonequi1ibrium section at the interface be
tween void regions. 

,_ 
4 

- - Cd COVERED 

Fig. 10. Axial Traverse - Oo/o Void 

I I I I I I I I 

-

I I I J I I I I 1 4~--~5 --~6--~7~--8~--~9--~10~--LII--~12--~ 
DETECTOR POSITION (;nches) 

Fig. 11. Axial Traverse - 4o/o Void 
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B . Radi a l Tr ave r ses 

The cadmium ratios were 
calculated by dividing the count rate 
for the bare detectors by the count 
rate of the cadmium-covered detec
tor at the same axial position and 
multiplying by a factor which ad
justed for the difference in sensitivity 
of the counting equipment. This fac
tor of 1.08-1.12 was determined 
independently for each run. 

The calculated cadmium ratio 
and description of the runs are pre
sented in Table III. All of the runs, 
w ith the exception of No. 6, were in 
sta nda rd detector positions a s given 
by the crosses in Fig. 8a through 8d. 
Run No. 6 was at the central fuel 
positi on (s e e Fig. 8e). 

The re sult s of two of the r a di a l flux tr ave r se s acro s s the di ag on a l 
ar e g iven in Figs . 18 and 19 . It c a n b e seen t hat the epithe rma l flux 1 s 
nearly fl a t a cros s a s ub a ssembly, w h e r eas the the rma l flu x s how s a 
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conside r a ble gradient , p eaking strongly 1n the outer wate r channels. 
Obv i ously, the c a dmium r a tio is a s trong function of position. For this 
re a s on , a ll but one of the axi a l tr ave r ses we r e m a de at the s a me radial 
position. The m.a gnitude of the d a t a f rom the c a dmium- c overed detector 
h a v e b een corr e cte d to a djust for the differenc e s in the a xi a l position of 
the b a r e a nd c a dn1ium- c ove r e d w ir es . Howe ver , the cadmium ratios cal
c ul a t e d a t the s a m e r a di a l p o sition as given in T a ble III a r e a bout 7 % high. 
Thi s rn ay b e a cc ounte d fo r b y the in c r eased thickness of sta inless steel 
surrounding the b a re d e t ec tors during the axial measureme nts. 
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Radial d a t a , obtaine d with b a re detectors only, were a l so taken for 
th r ee o the r configurations. These d a ta included additional detector points 
a cr oss th e fl a t s as w ell a s the diagonal. From such data , the ratio of 
m aximum - to - ave r ag e fission rate in one plane of a single subassembly 

-
-

-
-
-
-

-

-

-
-
-
-

wa s c a l cul a t e d. The aver ag e fission r a te was obta ined by assigning a flux 
v alue t o each of the water channels by means of the me a sured values for 
t he s e ch a nnel s w here a d e t e ctor had been irr a diated. By symmetry and 
interpol a tion of the measur e d dat a , flux values w ere assigned to the other 
cha nne ls. The fi s sion r a t e in a give n fuel ele m ent was then set proportional 
to the average of the four fluxes a ssigned to the surrounding water channels 
multiplied by the fuel enrichme nt and disadvanta ge factor (DF). The 
m aximum-to - average fission rate (or power production) was calculated by 
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sin1ple numerical integration: 

(FR)max (F max) (D F)(w) 
= -----------------------

(FR)ave (1 / m) 
m 
2: 

l =! 

where 

F is the a ssigned flux va lue 

DF is the disadvantage factor 

w 1s the enrichment 

m is the number of fu e l ed rods. 

The values of the DF 1 s u sed were 1.1 7 and 1. 29 for the 4.95% and 
9. 9 t;o enrichments, respectively, as quoted in ANL- 6 302, B O RAX V D e s ign 
and Hazards Summary Report. T he resu l ts of these ratios under the 
variou s assembly conditions are given in Tabl e I V. 

Tabl e I V 

MAXI MUM - T O- AVERAGE FISSION RA TES 

Run No . Void o/o Max/Ave Remarks Fig. No. 

l 0 l. 23 

3 8 1.24 8b 

4 16 l. 25 8c 

9 0 1.1 2 Boron rod in corne r , wat er 
rod in center* 9a 

10 0 l. 29 8-9 . 9o/o enriched rod s in 

ring around center rod 9b 

*Although only one boron rod was used, the ratio was calcul ated 
to include the effect of a boron rod a t each corner . 

C. Cadmium Ratios vs Void Fractions 

Acco rding to the analysis by Thie et al., ( l ) a change in void fract i ons 

principally affects the ratio of the epithermal to thermal flu x. The ratio of 
the epithermal (or, more strictly speaking, the epicadmium) flux for the 
voided and unvoided case is given as ( CdR -1 ) with void/( CdR-l ) without void. 
Following the suggestions of Thie, the calibration of void d a t a is p l otted as 
this r atio vs ( 1 - void fraction) . The result of the eight runs is given in 

Fig. 20. 
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It can b e seen that the data are 
consistent within the experimental un
certainty, but that the method does not 
lend itself to a high degree of accuracy . 

Two additional comments should 
be made with respect to Fig. 20. First, 
in Run No.8, in which the cadmium ratio 
was determined with 20o/ovoid and the 
central fuel position filled with water, 
even though these factors changed the 
value of the cadmium ratio, the ratio 
of ( CdR-1) with void/(CdR-1) without void 
plotted on this graph falls on the curve. 

The second comment refers to Run No. 6, which was taken at the 
central fuel position surrounded with 30o/o void (see Fig. 8) and is plotted 
on Fig . 20 as a black squ are. From Figs. 14 and 17, in which sharp dis
continuities we re made between voided and unvoided regions, it can be 
inferred that the effect of the voids on the cadmium ratio is localized to 
within a region of±~ in. Thus, we would expect from Run No. 6 that the 
effective void was somewhere between 30o/o and 40o/o, instead of 40o/o as 
listed on the table. An attempt was made to prorate the void over a ~-in. 
radius, and a corrected effective void fraction of 35o/o was obtained, which 
is plotted as an open square in Fig. 20. 

D. Dis advant age Factor 

The distribution of fission rate across the diameter of a fuel rod 
w as measured to determine the flu x depress ion and to make an estimate 
of the di sadva ntage f ac tor for a fuel rod a nd moderator cell system. A 
spec i al fuel rod had b een m a de for the previous critical a,ssembly in 
ZPR- VII. This rod was modified to allow a ~-in. detector segment to be 
mounted ac ross the diameter. Additional detector segments were mounted 
on the surface of the fuel el e ment, and the element mounted in a position 
so the measurement would be made a long one of the assembly diagonals. 
Afte r irr a diation, the wi r e was accurat e ly snipped into four equal segments 
for determination of the counting r a te per unit we ight. By a rough numerical 
integration ac ross the diame ter, the ratio of the average -to-edge flux was 
calcul a t e d to b e 0.91. 

The flux distribution throughout a water channel was a lso measured 
by means of a holde r shown in Fig. 7. The r atio of the average flux to the 
flux at the edge of an element was calcul a t e d from these points and found 
to be 1. 07. The dis a dva ntage factor, which may be defined as the r a tio of 
the average flu x in the moder a tor to the a verag e flux in the fuel rod, was 
then d e termined in this array to be ¢ m/¢ f = 1.1 8. This is in good 
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agreement with a value of 1 . 19 as given in ANL- 6302 . In both of these flux 
determinations the data were insufficient for obtaining any real degree of 
accuracy, so the result should be taken only as substantiating the calculated 
disadvantage factor. 
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VIII. APPENDIX 

Calcul ati o n of kef£ 

kef£ was calculated for cylindrical fuel a rrays of thr ee different 
radii in order to establish a safe and wo rka ble size. Four-group cross 
sections were obtained by us e of the MUFT and SOFOCATE codes. Sep
a r ate MUFT problems were wo rke d out for each of the three sizes, since 
the homogenized composition does vary slightly as the r a dius is changed. 
The calculated geometrical b acking was also g iven for each size. Number 
densities , given as input for the cross-section codes, are a djusted with 
disadvantage facto r s in the thermal group (SOFOCATE) and with self
shielding in the resonance region (MUFT). These factors were obtained 
in the same manner as was reported for the reference design. 

Figure 2 1 gives a cross- sectiona l view of the core and indicates 
the geometry of the cases considered. The sizes and corresponding kef£ 
obtained by the us e of the one -dimensional code, RE-122, are summarized 
in Table V . 

.. ( 4 ' 
' . 

\ 
\ 

~ · -o " 

~ 

' ' 
G CONCRETE" 

~.~ 

Loading 

A 
B 

c':' 

Radius 

11.4 em 
13.7 em 
15.0 em 

No. of Fuel Rods 

185 
277 
349 

':'Fuel loading surrounded with cylinder 
of .020 cadmium. 

'· 
BLOCKS {. 

=' 

~ 

. 

GASKET 

CADMIUM~ 

SHEETS 

~24" ACTIVE REGION OF FUEL _____j 

e-...-- 12"--~ 

CONCRETE 

) \ \ 1\ 
L 

). ~ '\. ~ ·\~: ·~ ~ 0 ' ~ . 4 
0 • ' 

~ ., 
\ \ , b 

TANK FILLED WITH 
WATER 

•., 

- 3 REMOVABLE TRAYS 

\ ~ THICK ALUM . PLATE 

F UEL Roo ~ 
I GUIDE STRUCTURE NOT SHOWN ) 

Fig. 21. Axial and Transverse Section through BORAX V Experiment 

23 





Table V 

SUMMARY OF RE -122 CRITICALITY CALCULATIONS 
FOR BORAX V EXPONENTIAL ASSEMBLY 

Problem Radius Reflector Number of 
Number (em) Thickness (em) Fuel Rods 

62220 1 11.4 9.02 185 

2 13.7 6. 72 277 

3 15.0 5.42 349 

4 15.0 as for cadmium 1n 349 
(cadmium clad) thermal group given 

kef£ 

0. 773 

0. 838 

0.857 

0. 779 

The worth of the exponential composition is compared with that of 
the reference BORAX V all-boiling core in Fig. 22, wherein kef£ vs size is 
given for the two cases. Although the available range for the exponential 
is restricted, it may be expected that a cycling about the BORAX V refer
ence line should occur, since the composition of the exponential assembly 
is more accurately depicted (compositional variations occur as the cross 
regions between mocke d-up subassemblies are added with increasing size). 

Kett 

I 1,-----------,------------,------------,------------, 

0-- EXPONENTIAL EXPERIMENT IN TREAT 
CADMIUM SHEET ENCIRCLING CORE 

PLOT OF Ke ff vs SIZ E OF CORE 

0 4 sL_L __________ _jl0::------------_jl5::-------------;!20;:;-------------;!2'5 

CORE RADIU S (centimeters) 

Fig. 22. Reactivity vs Core Size for Exponential (Calculated) 

The volume fractions, number densities, and eros s sections for the 

reference design and a lso for the 349-fuel-rod exponential assembly are 
compared in Table VI. Homogenization of the control rod followers and 
other structural aluminum in the reference design lead to a slightly differ

ent composition than achieved in the exponential. 
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Table VI 

NUCLEAR DATA, BORAX V EXPONENTIAL EXPERIMENT 
(15-cm Radius Core Material, Volume Fractions) 

Material Exponential BORAX V Ref. Design 
Cold Boiler 

H 20 0.5979 0.5071 
Al 0.05031 0.2222 

Type 304 SS 0.05404 0.04159 
U0 2 0. 2978 0.2292 

NUMBER DENSITIES (Adjusted for SOFOCATE Input) 

Element Exponential* 
BORAX V Ref. De sign(2) 

Cold Boiler* 

H 4.218 (-2) 3 . 545 (- 2) 
0 3.326 ( - 2) 2.671 (-2) 
Fe 2.974 ( - 3) 2.237 (-3) 
Ni 3.909 (-4) 4.232 (-4) 

A1 3 . 326 (-3) 1.385 (-2) 

Cd 8.496 (-4) 5.751 (-4) 
uz3s 3 .0 37 (-4) 2. 277 ( -4) 
uz3s 5.779 (-3) 4.625 (-3) 

*The numbers in parentheses indicate the powers of 10 by which 
the tabulated values are to be multiplied to give nuclei/(barn)(cm). 

FOUR-GROUP CORE CROSS SECTIONS FOR THE 
BORAX V EXPONENTIAL AND 

COMPARATIVE BORAX V REFERENCE VALUES 

D 2:a 2:r 

Group 1 Exp. 2.2403 0. 004689 0 . 09102 

(10 Mev - 0.821 Mev) ref. 2.3835 0.0037 0.0776 

Group 2 Exp . 0.9913 0.002716 0.08795 

(0.821 Mev- 5.53 kev) ref. l. 0557 0.0021 0. 0765 

Group 3 Exp. 0.6555 0 . 02489 0 . 007725 

(5. 53 kev - 0. 625 ev) ref. 0. 7681 0.0193 0.0681 

Group 4 E xp. 0.2747 0.1607 

(Below 0 . 625 ev) ref. 0.3224 0 0 12 59 

V2:f 

0.00835 
0.0063 

0.00137 
0.0011 

0.01663 
0.0127 

0.2760 
0.2115 
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